
V-Funnel Test Apparatus 

 It used to test segregation 

 resistance of freshly mixed 

 self-compacting concrete. 

L-Shape box Test Apparatus 

 It used to test filling ability, 

 passing ability, and resistance 

 to segregation. 

U-shape box apparatus 

 It used to test flowability and the 

 capacity of the SCC concrete to 

 flow within confined spaces. 
J-Ring test apparatus 

 It used to test the flowability, flow 

 time and the capacity of the SCC 

 concrete to go through obstacles. 
 


